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This paper presents the preparation of phase-change polymer colloidal photonic crystals (PCs) by assembling hollow latex spheres
encapsulated with dodecanol for the first time. The monodispersed hollow latex spheres were obtained by phase reversion of
monodispersed core-shell latex spheres in the n-hexane, which dissolves the PS core and retains the PMMA/PAA shell. The as-
prepared phase-change colloidal PCs show stable phase-change behavior. This fabrication of phase-change colloidal PCs would be
significant for PC’s applications in functional coatings and various optic devices.

1. Introduction

Photonic crystals (PCs) have attracted enormous interest
due to their unusual optical properties originating from the
photonic stopband [1, 2] and show potential applications in
smart windows, chemical sensors, and optical devices [3–
5]. Recently, increasing interest has been focused on the
fabrication of multifunctional PCs; besides their photonic
stopband, they can exhibit extra properties and greatly extend
their applications [6–12]. For example, tough [13–15] PCs
can endure various harsh environments; PCs with special
wettability [16–21] favor swift diffusion of the detected mate-
rials into the PCs for the highly sensitive sensors, [20] while
the responsive PCs [22–25] can respond to various exterior
stimuli. Typically, Dorvee et al. [20] reported an amphiphilic,
magnetic bifunctional PCs which could manipulate liquid
droplets without microfluidic container and its structure
color provides an optical signal to distinguish different
liquids. It is expected to fabricate novel functional PCs
to meet application requirements. Herein, a phase-change
polymer colloidal PCs is firstly fabricated by assembly of latex
particles encapsulated with phase-change materials (PCMs)

of dodecanol, which will greatly extend the applications of
PCs in functional coatings.

PCMs [26–29] have attracted wide attention since PCMs
can store and release latent heat during their phase tran-
sition at defined temperature range, which can be used in
thermal energy conservation [29–31]. In the past several
decades, research attentions have been mainly paid on
the fabrications of phase-change microcapsules [32, 33] or
phase-change fibers [34], which could retain energy and is
used in thermal regulated fabrics, coatings, building, and
so forth. It is expected that a novel colloidal PCs could
be fabricated if introducing PCMs into the interior of the
colloidal PCs. Here, we demonstrate the fabrication of phase-
change polymer colloidal PCs by assembly of the hollow
latex spheres encapsulated of PCM with n-dodecanol for
the first time. The hollow latex spheres are prepared by
phase reversion of monodispersed latex spheres with PS core
and PMMA/PAA shell in the solvent of n-hexane, which
is the good solvent of PS core but poor solvent of the
PMMA/PAA shell. The as-prepared phase-change colloidal
crystals contain 35% dodecanol, showing a stable phase-
change behavior. This fabrication of phase-change PCs with
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Figure 1: Typical TEM images of the latex spheres after dispersing in the n-hexane with different times (a) 0, (b) 5, (c) 10, and (d) 30min.
Scale bar: 200 nm.

energy storage properties greatly enlarges the application of
polymer colloidal crystals in functional coatings.

2. Experimental Part

2.1. Preparation of Monodispersed Latex Spheres. Monod-
ispersed core-shell latex spheres of poly(styrene-methyl
methacrylate-acrylic acid) (Poly(St-MMA-AA)) with diam-
eter of 230 nm were prepared via soap-free emulsion poly-
merization as reported modified procedure [15, 35]. The
polydispersity of the latex spheres was about 0.005, whichwas
detected by ZetaPALS BI-90plus (Brookhaven instrument).
Glass transition temperature (𝑇𝑔) of the as-prepared sample
was 107.6∘C; the value was analyzed with a Perkin-Elmer DSC
7 (USA).

2.2. Fabrication of Hollow Monodispersed Latex Spheres. The
hollow monodispersed latex spheres were prepared as fol-
lows [36–38]: firstly, the as-prepared latex suspension was
dispersed into the n-hexane (1 : 10, V/V) by ultrasonic at 30∘C
for 30min. Secondly, the aforementioned n-hexane phase
was removed and the remaining samples were continuously
washed via n-hexane for several times.Thus, the hollow latex
spheres samples were obtained.

2.3. Filling the Hollow Latex Spheres via n-Dodecanol. The
hollow latex spheres were filled with n-dodecanol by dispers-
ing the hollow latex spheres in the solvent of n-dodecanol

for 30min at 30∘C. Subsequently, the filled latex spheres were
redispersed into the aqueous system prepared for the use of
the self-assembly.

2.4. Fabrication of Phase-Change Colloidal PCs. The phase-
change colloidal PCs were fabricated on glass substrates by
vertical deposition method [15, 35]. Glass slides were treated
firstly with a chromic-sulfuric acid solution to ensure clean
surfaces and then fixed vertically in a vial containing the
monodisperse hollow PMMA-PAA aqueous suspension of
0.2 wt% at constant temperature (25∘C) and humidity (60
R.H.%) for 24 h. Then, the dried phase-change PCs were
obtained.

2.5. Characterization. Transmission electron microscopy
(TEM) images of latex spheres were obtained with a H800
transmission microscope (JEM2010, Japan); high resolution
TEM (HRTEM) (Tecnai F30) was used to investigate the latex
morphology. Scanning electron microscopy (SEM) images
were obtained with a field-emission scanning electronmicro-
scope (JEOL JSM-6700, Japan). UV-Vis spectra were per-
formed on aU-4100UV-Vis Spectrometer (Hitachi, Japan). A
NicoletMagna 750 FTIR spectrometerwas used to investigate
the chemical component of the colloidal crystal films by
attenuated total reflectance infrared spectroscopy (ATR-
FTIR) mode. The phase-change property of the samples was
determined by DSC (Shimadzu DSC-60) in Al pans with a
scanning rate of 4∘C/min.
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Figure 2: HRTEM images of the films. (a) Solid spheres, (b) latex spheres dispersing in n-hexane for 5min, (c) hollow latex spheres, and
(d) high-magnification image of the hollow sphere. Scale bar from (a) to (c) is 160 nm and scale bar of (d) is 20 nm.

3. Results and Discussion

The monodispersed latex spheres with hydrophobic PS core
and hydrophilic PMMA/PAA shell were prepared via one-
step soap-free emulsion polymerization, [15, 35, 39] where
hydrophilic AA and hydrophobic St were dispersed in the
aqueous phase and the spontaneous formation of hydrophilic
shell and hydrophobic core was mainly attributed to the
minimization of the total interfacial energy in the aqueous
phase [39]. Thus, hydrophobic polymer segment (PS-rich)
would try to depart from water phase, while the hydrophilic
polymer segment (PMMA/PAA-rich) would prefer to extend
toward the water phase. As a consequence, the latex spheres
with PS-rich core and PMMA/PAA-rich shell were formed.
The core-shell morphology can be clearly confirmed from
TEM images of Figure 1(a), where, the darkly PS-rich regions
are surrounded by the grey PAA/PMMA-rich domains.

The hollow latex spheres are prepared by dispersing the
as-prepared latex suspension with PS core-PMMA/PAA shell
into the solvent of n-hexane, which is a good solvent of PS

core but poor solvent of PMMA/PAA shell. Figures 1(a)–
1(d) present TEM images of the latex suspension with PS
core-PMMA/PAA shell after being dispersed in n-hexane
for different times. Clearly, the core part of latex spheres
gradually decreases and disappears when dispersing the latex
spheres in the n-hexane for 5, 10, and 30min, which indicates
that the hollow latex sphere can be obtained via the above-
mentioned process. In details, the black hydrophobic PS core
will effuse and melt into the n-hexane phase once the latex
spheres are dispersed into the n-hexane in Figure 1(b), which
is very different from that before the sample is dispersed into
the n-hexane; latex particles keep distinct black hydrophobic
core and grey hydrophilic shell in Figure 1(a). The irregular
black particle in Figures 1(b) and 1(c) is the melted PS core
since the black hydrophobic PS-rich core tends to extend
toward the hydrophobic n-hexane solvent phase due to their
similar solubility and phase separation [36–38]. With the
increased ultrasonic time, most of PS-rich segment in the
core dissolves into the n-hexane. As a result, the insoluble
PMMA/PAA-rich segment is retained and the latex sphere
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Figure 3: (a) Schematic illustration of the formation process from solid sphere to hollow sphere. (b) and (c) SEM images of the films assembled
from latex spheres dispersing in n-hexane for 5min.
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Figure 4: ATR FTIR spectra of solid sphere (red solid line) and
hollow sphere (black dot line).

keeps the spherical shape, which results in the formation of
hollow latex spheres made of PMMA/PAA in Figures 1(c)
and 1(d). But the broken latex spheres would be observed if
ultrasonic time is over 30min. High magnification HRTEM
images in Figure 2 confirm the elimination of the PS core and
the achievement of the hollow P(MMA-AA) latex spheres.
However, no clear cavity could be observed in the shell
of hollow latex sphere, as given in the magnified HRTEM
image in Figure 2(d). But an obvious cavity could be found
in the latex particle from the SEM pictures, which confirms
the obtainment of the latex particle with hollow structure

when further putting the hollow latex particles in the liquid
N2 for 5min (see Figure S1, see supplementary material
available online at http://dx.doi.org/10.1155/2014/702089).

Furthermore, the influence of the mixing ratio of n-
hexane and polymer on the resultant morphology of latex
spheres has been optimized (see Table S1). When the volume
ratio of the latex and n-hexane is smaller than 1 : 1, the
dissolution effect is insufficient for the removement of PS
core. But the PS residue is foundwhen the ratio of n-hexane is
smaller than 10 and the broken latex spheres will be observed
when the solvent ratio is larger than 10. It is found that
the optimized volume ratio of the latex and n-hexane is
1 : 10. The possible formation procedure of the hollow latex
spheres was also presented in the upper part of Figure 3
(Figure 3(a)). The initial core-shell latex spheres with PS-
rich core and PMMA/PAA-rich shell are firstly synthesized
by one-step emulsion polymerization. When the as-prepared
latex spheres are dispersed into the solvent of n-hexane, phase
reversion occurs to the polymer segments with different
polarity. As a result, the PS-rich polymer segment in the
latex core would be dissolved out while the PMMA/PAA-
rich polymer shell would keep intact. The procedure can be
further elaborated by the SEM images of the film assembled
from latex spheres which were just undergone the process of
dispersing into the solvent. From Figure 3(b), it can be clearly
observed that PS residue formed irregular particles onto the
PMMA/PAA polymer shells when dispersing into the n-
hexane solvent. From the magnified image in Figure 3(c), it
can also be observed that core part of the latex sphere was
reduced because of the dispersing process.

To confirm clearly the dissolution or part dissolution of
PS-rich core in n-hexane solvent, ATR [19, 40] spectra is used
to check the change of the chemical composition of the films
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Figure 5: (a) SEM images and (b) UV-Vis spectra of the as-prepared phase-change and common PCs; the insert is the TEM image of the
latex particle encapsulated with n-dedocanol.

assembled from latex spheres before and after being dispersed
in the solvent. The result is demonstrated in Figure 4. In
this experiment, the change of chemical component of
the colloidal crystal films is estimated from the different
absorbance of specific infrared bands, in particular, the
change of absorbance ratios between PS and PMMA/PAA.
In this case, the characteristic absorbance bands of 1727 cm−1
from carboxyl group, and 696 cm−1 from benzene group,
represent the chemical composition of core (PS) and shell
(PMMA/PAA) part [19]. As an example, Figure 4 presents
the ATR spectra of the colloidal crystal films assembled
from hollow or solid latex spheres, respectively. And the
absorbance ratio between the absorbance bands 696 and
1727 cm−1 is 9.88 before the latex spheres are dispersed into
the solvent and the value lowers and reaches 3.93 after
dispersing into the solution.The result indicates the decrease
of the ratio of PS segment after dispersing the latex spheres
in the solution; the characterization result is well agreed with
the phase reversion or disappearance of the PS-rich core part
in Figure 1.

The phase-change colloidal PCs were obtained by assem-
bly of hollow latex spheres filled with n-dodecanol.The insert
picture of Figure 5(a) is TEM image of the latex particle
infiltrated in n-dodecanol, the clear flow of the dodecanol
could be found in magnified image in Figure S2. Figure 5
shows the SEM image and the UV-vis spectra of the as-
prepared phase-change colloidal PCs. Clearly, there is well-
ordered arrangement for the latex spheres in the films in
Figure 5(a), which contributes to the good optic properties
in Figure 5(b). But the reflection spectra of phase-change
colloidal PCs is broader than that of PCs from common latex
particles, which indicates that the dissolution process of core
may result in some deformation of latex spheres. This affects
the assembly and optic properties of the resultant film.
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Figure 6: DSC measurement of the as-prepared phase-change
polymer colloidal PCs. The phase-change material is n-dedocanol.

Phase-change properties of the resultant colloidal PCs
could be clearly seen from DSC measurement in Lissajous
figures of Figure 6. Because the melting point of the n-
dodecanol is about 24∘C, we characterize the thermal prop-
erties of as-prepared phase-change colloidal PCs ranging
from 0 to 30∘C with a heating/cooling rate of 4∘C/min for
three cycles. The as-prepared colloidal PCs have two obvious
absorb and release processes which correspond to themelting
point and freezing point of the n-dodecanol, respectively.
Among these peaks, the melting point (21.23∘C) and the
freezing point (8 and 14∘C) indicate the existence of the n-
dodecanol in the as-prepared colloidal PCs. It should be
noted that two exothermic peaks occur during the cooling
process, which may be attributed to the influence of the latex
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polymer on bulk crystallization, which leads to the lower
enthalpy than that of melt peak. The measured enthalpy
of melting of the sample was about 14.01 J/g; it could be
calculated that about 35% n-dodecanol is encapsulated into
the latex particle. More importantly, the good repeatability
of cycle measurement indicates that the PCMs have been
encapsulated independently in the latex spheres without
leakage.

4. Conclusion

The paper demonstrated a facile fabrication of hollow latex
spheres from phase separation of core-shell latex spheres and
the hollow latex spheres were encapsulated with n-dedecanol.
The phase-change polymer colloidal crystals assembled from
latex spheres filled with n-dodecanol showed stable phase-
change behavior. The fabrication of phase-change colloidal
PCs is significant for the promising application in functional
coatings.
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